5938 Ambler Drive

A LUMINUM I n c . Canada L4W 2N3

QUALITY ASSURANCE CERTIFICATE

DATE: Decemeber 17,2020

Certification of Chemical Composition (Weight Percent)

HEAT/LOT Other
ALLOY NUMBER Si Fe Cu Mn Mg Cr Zn Ti Be Ga \' AL Total
4043 10451512 4.97 0.10 0.03 <0.01 0.001 <0.01 <0.01 0.01 <0.0001 0.01 0.01 Rem <0.15
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